M4 BOHLER

NISTROJOVE OCEL|I PRO PRACI ZA
STUDENA

Rozmérovy sortiment k dispozici

| TyCovd ocel | | Plech | | Volné vykovky

Popis produktu

Vysoce namdhané hlubokorazné ndstroje, ndstroje na lisovdni pribord, ndstroje pro vtlacovdni dutin za studena, noze pro ntizky pro
stfihdani silnych plechd za studena, vstfikovaci formy.

Trasa taveni

Airmelted

Vlastnosti

> Houzevnatost a taznost : velmi vysokd
> Rozmérovd stdlost : dobré

Pouziti
> Strojni noZe (pro vyrobce) > Cold Forming > Coining
> Presné strihani, lisovdni, razeni plechu > Normdlie (formy, plechy, koliky, stfizniky) > Vseobecné dily pro strojirenstvi

> Komponenty pro recyklacni primysl

Technické udaje

Oznaceni materidlu Normy
1.2767 | SEL 4957 | ENISO
45NiCrMo16 | EN
SKTé | JIS

Chemické sloZeni

C Si Mn Cr Mo Ni
0,48 0,23 0,40 1,30 0,25 4,00
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IA BOHLER NISTROJOVE OCELI PRO PRACI ZA BOHLER K600

STUDENA
Materidlové vlastnosti
Tlakovd zatiitelnost Rozm?rovd stabilita p?i HouZevnatost Odolnost proti opot?
tepelném zpracovdani ebeni abraziva
* * %k * * % K %k Kk *
%k %k %k ok * %k * % %k %k k
* % %k ok * %k * %k %k Kk * %k
* % %k ok * %k * %k Kk * %k
* %k * %k * %k Kk * %k
* %k * %k * %k %k Kk * % %k Kk
* * %k k * %k Kk * *
* % * %k * %k %k Kk *

Stav doddni

Zihdno
Tvrdost (HB) max. 285 |

Tepelné zpracovani

Annealing

Slow controlled cooling in furnace at a rate of 50 to 68°F/hr (10 to 20°C/hr) down to approx.

Teplota 670na650°C | 3925 (500°C), further cooling in air.

Stress relieving

Teplota 650 °C Slow cooling in furnace; intended to relieve stresses set up by extensive machining, or in
P complex shapes. After through heating, hold in neutral atmosphere for 1 to 2 hours.

Kaleni a popousténi

Qil, salt bath 572 to 752°F (300 to 400°C), air. Holding time after temperature equalization: 15
Teplota 840 na 870 °C to 30 minutes. After hardening, tempering to the desired working hardness, see tempering
chart.
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IA BOHLER NISTROJOVE OCELI PRO PRACI ZA BOHLER K600

STUDENA
Tempering chart
32°F 212°°F 392°F 572°F 752°F 932°F .
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IA BOHLER NISTROJOVE OCELI PRO PRACI ZA BOHLER K600

STUDENA
Quantitative phase diagram
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Isothermal TTT curves

Austenitising temperature: 840°C / 1544°F
100 Holding time: 15 minutes

A+K AT B
N

Temperatur in °C / Temperature, °C

0
10~ 100 10 102 10° 104 108 108

Sekunden / Seconds 2 15 30 60

8
Minuten / Minutes ————————
1 2 4 8 1624

Stunden/Hours {3 5 49
Zeit/ Time Tage / Days

voestalpine BOHLER Edelstahl GmbH & Co KG VoeStG I pl ne

https://www.voestalpine.com/bohler-edelstahl/de/ ONE STEP AHEAD.


https://www.voestalpine.com/bohler-edelstahl/de/

B4 BOHLER

NISTROJOVE OCELI PRO PRACI ZA
STUDENA

BOHLER K600

Influence of work diameter on core hardness and hardness penetration

68
Quenched from: 850°C / 1562°F
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IA BOHLER NISTROJOVE OCELI PRO PRACI ZA BOHLER K600

STUDENA
Fyzikdlni vlastnosti
Teplota (°C) 20
Hustota (kg/dm?®) 7,85
Tepelnd vodivost (W/(m.K)) 28
Meérnd tepelnd kapacita (kd/kg K) 0,46
Mé&rny elektricky odpor (Ohm.mm?2/m) 0,3
Modul pruznosti (10°N/mm?) 210
Tepelnd roztaznost
Teplota (°C) 100 200 300 400 500
Tepelnd roztaznost (1076 m/(m.K)) 11 12,5 13 13,5 14

V pfipadé potieby dalsich informacf viz https://www.bohler.cz/cs

Specifikace v této brou?e nejsou zadvazné a nelze je povaovat za slib; sloul pouze pro obecné informa?ni U?ely. Tyto specifikace jsou
zAvazné pouze v p?ipad?, e jsou vyslovn? uvedeny jako podminka ve smlouv? uzav?ené s ndmi. Nam??ené udaje jsou laboratorni
hodnoty a mohou se liit od praktickych analyz. P?i vyrob? naich vyrobk? se nepoufvaji ddné latky kodlivé pro zdravi nebo ozénovou
vrstvu.
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